S-TIM25

Code(d) 673321
Code(e) 678318
Refractive Index Ny 116%%8 Abbe Number Vg 3221(1) Dispersion Ng-Nc 0%2382?
Refractive Index Ne 1.677651 Abbe Number Ve 31.84 Dispersion ng-ng 0.021280
Refractive Indicies Partial Dispersions Relative Partial Dispersions
A(um) Ne-ny 0.014766 B¢t 0.7046
N2325 2.32542 1.62988 Nc-Nar 0.006611 Oc.a 0.3155
N1970 1.97009 1.63583 Ng-Nc 0.006093 84 0.2907
N1530 1.52958 1.64258 Ng-Nc 0.011044 Be.c 0.5270
Nq129 1.12864 1.64933 Ng-Ng 0.027414 0.4 1.3081
n 1.01398 1.65184 Ng-Ng 0.012550 8gr 0.5988
Ns 0.85211 1.65656 Np-Ng 0.011144 Ohg 0.5318
na 0.76819 1.66000 ni-Ng 6ig
n, 0.70652 1.66326 Ne-Ny 0.015718 B'ct 0.7386
ne 0.65627 1.66661 Ng-N¢: 0.010092 Bcc 0.4742
ne 0.64385 1.66756 NE-Ng 0.011188 Ok e 0.5258
NHe-Ne 0.6328 1.66846 n-Ng 0'r
np 0.58929 1.67252
Ny 0.58756 1.67270 Thermal Properties Coloring
Ne 0.54607 1.67765 Strain Point StP (°C) 556 Ago 40 As 36
Ng 0.48613 1.68756 Annealing Point AP (°C) 585 Azo
ng 0.47999 1.68884 Transformation Temperature Tg (°C) 608
NHe-cd 0.44157 1.69840 Yield Point At (°C) 640 Internal Transmittance
Ng 0.435835 1.70011 Softening Point SP (°C) 700 A(nm) 710mm
Ny 0.404656 1.71126 Expansion Coefficients ~ (-30~+70°C) 79 280
n; 0.365015 a (107/°C) (+100~+300°C) | 95 290
Thermal Conductivity k (W/m'K) | 1.046 300
Deviation of Relative Dispersions ABfrom "Normal'" 310
A B, 0.0073 Mechanical Properties 320
ABcn 0.0007 Young's Modulus E (10°N/m?) 841 330
A6,q 0.0101 Rigidity Modulus G (10°N/m’) 340 340
NG 0.0093 Poisson's Ratio o 0.236 350
AD,, Knoop Hardness Hk[Class] 570 | 6 360 0.01
Abrasion Aa 140 370 0.24
Constants of Dispersion Formula Photoelastic Constant § (nm/cm/10°Pa) | 2.81 380 0.60
A 1.50659233E+00 390 0.80
A, 2.04786135E-01 Chemical Properties 400 0.89
A 1.92036668E+00 Water Resistance(Powder) Group RW(P) [ 1 420 0.957
B, 1.09501562E-02 Acid Resistance(Powder) Group RA(P) 1 440 0.974
B, 5.74980285E-02 Weathering Resistance(Surface) Group W(S) 2 460 0.981
Bs 1.78128535E+02 Acid Resistance(Surface) Group SR 1.0 480 0.986
Phosphate Resistance PR 1.2 500 0.989
Other Properties 550 0.995
Bubble Quality Group B 600 0.996
Specific Gravity d 2.91 650 0.995
Remarks 700 0.996
800 0.999
Temperature Coefficients of Refractive Index 900 0.998
Range of Temperature dn/dt relative (10°%/°C 1000 0.998
(°C) t C' [He-Nef D e F' g 1200 0.998
-40~-20 156 1 22 | 23 | 26 | 29 | 3.7 | 47 1400 0.995
-20~0 1.7 1 24 | 24 | 27 | 3.0 | 39 | 5.0 1600 0.995
0~20 1.7 1 25 | 25 | 28 | 32 | 41 | 5.2 1800 0.987
20~40 1.7 1 26 | 27 | 29 | 34 | 44 | 5.5 2000 0.977
40~60 1.8 1 27 | 28 | 3.1 | 3.6 | 46 | 5.8 2200 0.944
60~80 19 1 28 | 29 | 33 | 3.7 | 48 | 6.1 2400 0.930
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